1, n eldikdtnta poag 100% a@pd TPE dnwe mopakdtw:

Aoopo kot un ToE1kd

Agv mePLEYOLY MAACTIKOIOWNTH K&l TOEIKWD YNIIKWY 0LOIWY KAl DX CLUIHIOPQPWDODTAL JIE TO TIPOidD
ao@aAeiag kavoviopod REACH, ROHS, EN71 kot KNZ 15493
Biwoin kol avaKLKAWOHX

dw¢ Emonpotatwy: g6k Bapog < 0,1

DWTEWT EMONPOTATWY

EAaoTikh

OAkpo yvtooibnpo

KaAd kpooc-avtiotaon (Babudc I'-40)

Mmopel va eival moAdypwp

Aveto
To comfort mat mpoidv eivat OAKIOC, TOL OY1 POVO MAPEYOLY YPIOYKX YAAGKL YPNOTN HE AO@RAEIQ
Ipo0oTaoing, aAAG Eva dveTto mEPIPAAAOD Yo AOKNOT

AvTioAoONTIKOG
Adyw g eodong tov a@pod TPE 100%, 100% TPE a@pwdeg yahdkl yoyra elvat e€aipeTika
avTIOAOONTIKG, OV amoTPEIEL TNV slippy matwpa Katd Tn H1dpKELX AOKNONC THPREVYOG

EvOkoAoc kaBapiopdc
AnAd kaBopiote pe Kabapo vepd 1 NITLO ATIOPPLIIAVTIKO

EAagpdtnta
Kd0Be yaddkt yroyra TPE éyel Bapog pévo 2.61b (1,2 K1A&), €0KOAO DA PETAPEPOLD
EmAoyn ven

To yaAdxt yioyra Epyetar pia mAgvpd pe «ModyAa ver» Kal 1 dAAn mAevpd pmopel va eivan gite
e «AvayAven veN» 1 «opaAT surdace».

Xingya 6iaBéter onpepa 5 TOmov podyAa ven Kat 1 TOmog avdyAven ven yla T MA0YN 00G. Av
Exete voen embovpia oag 1 to 61k6 oo oyédlo. Elpaote o€ BEon va mpooapudoeTe TN LET A&
altnpd oog
MoOyAa ven:
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Comparison of different material for yoga mat

Material EVA/PE Komat
Rubber PVC PU
Property (Market product) 100% TPE
Cell Structure Open Close Close Open Close
Density 04-05 0.1 0.1 01 0.1
Smell of Smell of
Smell Smell of sulfir Odorless Odorless
Plasticizer Ammonia
Elasticity Good Fair Poor Faur Excellent
Recvclability Poor Poor Poor Poor Excellent
Excellent
Cold Resistance Excellent Poor Poor Poor
(40 T)
Color Multiplicity Poor Good Good Good Excellent
Degradibility Good Poor Poor Good Excellent
Heavy Metal content No Yes No No Mo
Secondary Sizing operation Poor Good Good Poor Good
Surface Smoothness Rough Smooth Smooth Smooth Smooth
Ease of applying pose production Poor Good Good Poor Good
10-30
Hardness (Asker C) =50 =30 =135 <15
(customuzable)
Aging test Poor Poor Good Poor Good
Low Temp. Performance Excellent
Institution Inspection item M Report number
French decree of July 20
Formamide (2ppm} 201 Pass || CY_2012_30925A
CNS 15493
| PAHS I CNS 3478 [Pass|[UG_2012_B0128A01|
fE‘-“A SGS | Az0 I CNS 15205 [Pass |[UG_2012_B0128A01|
e | Heavy metal [ ASTMFoa3-11 |[Pass |[UG_2012_B0128A01|
| Phthalates I CNS 15138 [[Pass |[UG_2012_B0128A07]
[ Formaldehyde emission || CNS 1349 |[Pass |UG_2012_B0128A01]
| flammability I UL94 [[Pass|[ HL40344_2015 |
| Plasticizer I CNS 15138 |[Pass|[ UG_2014_70199 |
s | Heavy metal I CNS 15493 [[Pass|[ UG_2014_70199 |
TPE Tear strength of dual-layer
oS il OK TV-15-00173X
oturenr ecsnton cxacarch Hydrolysis 5% NaOH, 23C, 24Hrs || Pass || 485464923606-A01

3, ovokevaoia ka1 mopddoon

[MTok€TO: TOKTIKA £V KOPPATL 08 Pl TOAL TOdvTa, 0Tn ovvéyela, nepimov 20 K1AG o€ Eva
yopTokipwtio, Tehka mepimov 1000kg o€ pia E0A W mepimtwon/maAéTa
[Mapddoon: Amobnkn amobfepdtwy mpoidvtwy e to 7days? AAdol péoa oe 20 epydojieg NUEPEC

Metagopd péow Bardoong, 61eBvNc pNTN, 1 HE aEPOTAGVO.



